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Unit 7 Processing and working with polymers
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1.	Select one of the following adhesives that is appropriate for use when joining acrylic 
edge to edge.	 [1]
⬨	PVA
⬨	Contact adhesive
⬨	Solvent cement
⬨	Spray mount
2.	Explain the process of overmoulding using two separate injection mouldings.	  [5]











3.	This question is about how pigments and paints are used to enhance polymers.	
(a)	Give two ways in which pigments can be used to enhance polymers.                   	 [2]
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(b)	Acrylic spray paints can be used on some polymers.
Describe how to prepare an ABS moulding for spraying with acrylic paint.           	[4]








4.	Describe the process of joining two pieces of acrylic with a solvent cement.	   [4]









5.	Give two stages in the production process when pigment can be added.                      	[2]
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